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Standards: DIN 8556 E199NbR 20+
Comparable No. of material  1.4551
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DIN EN standard 1.4301 X5CrNi 18 10 ; 1.4541 X6CrNiTi 18 10 ; 1.4550 X6CrNiNb 18 10 ;

1.4303 X5CrNi 18 12 ; 1.4308 G-X6CrNi18 9 ; 1.4310 X12CrNi17 7 ; 1.4319

X5CrNi 18 7

other Standard  AISI 347 ; 321 ; 302 ; 304 ; 304L ; 304LN ; ASTM A296 Gr. CF 8 C ; A157
Gr. C9;A320 Gr. B8C .
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