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Natural Gas Engine Coolant, Equivalent CAT NGEC
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Properties Method Unit Value
Specific Gravity @68 °F (20 °C) ASTM D 1122 : 1.1 ;
boiling Point (50% solution) ASTM D 1120 @ 129
Freezing Point (50% solution) ASTM D 1177 e -37
pH (50% solution) ASTM D 1127 s 10.5
Reserve Alkalinity (50% solution) ASTM D 1121 = 2.7
Nitrite (50% solution) ppm 1200
Molybdate (50% solution) ppm 310
Silicon (in the form of silicates) (50% solution) ppm 120
Phosphate ppm 0
Chloride by Weight ASTM D 2570 ppm <25
Glassware Corrosion Test ASTM D 1384 = Pass
Water Pump Cavitation Test ASTM D 2809 = Pass
Aluminum Corrosion Test ASTM D 4340 = Pass
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